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and utilization on fl exible substrates. [ 11,14,15 ]  Indeed, it is well 
known that polycrystalline materials have limited mechanical 
fl exibility, mainly due to crack formation at grain boundaries, 
resulting in dramatic deterioration of the fi lm electrical proper-
ties and structural integrity. [ 16–19 ]  

 A well-known strategy to produce amorphous MOs is to 
dope polycrystalline materials such as indium oxide (In 2 O 3 ) 
with various X cations, e.g., X = Ga 3+ , Zn 2+ , La 3+ , Sc 3+ , to form 
ternary or quaternary amorphous alloys of formula IXO and 
IXZO (Z = zinc). An example of a technologically relevant 
amorphous IXZO material is indium–gallium–zinc oxide 
(IGZO), which has excellent charge transport uniformity due 
to minimal structural defects. [ 20–22 ]  However, the carrier mobili-
ties of these amorphous oxides are limited compared to that of 
the pristine In 2 O 3  matrix. Effi cient transport in In 2 O 3  mainly 
originates from the diffuse In 5s orbitals at the bottom of the 
conduction band, edge-sharing In–O 6  octahedra. [ 23–25 ]  In con-
trast, the oxygen vacancies regulating the carrier concentra-
tions are diffi cult to control in In 2 O 3 , thus the resulting TFTs 
exhibit less than optimum current modulation ( I  on / I  off ) and 
poor threshold voltage ( V  T ) uniformity over large areas. [ 26–28 ]  
Furthermore, solution-processed amorphous IXO- and IXZO-
based TFTs not only exhibit lower electron mobilities than 
In 2 O 3 , but also require relative higher processing temperatures 
(typically ≥ 300 °C) to facilitate metal–oxygen–metal (M–O–M) 
lattice formation, densifi cation, and impurity removal [ 29–33 ]  – 
temperatures that are incompatible with inexpensive plastic 
substrates. Consequently, a fundamental challenge in fl exible 
MO electronics is to achieve metal oxide fi lms and electronic 
devices processed at low temperatures, yet exhibiting transport 
characteristics comparable to polycrystalline MO semiconduc-
tors and having mechanical fl exibility of typical amorphous 
fi lms. [ 34,35 ]  

 In this contribution, we report the fi rst demonstration of 
solution-processed amorphous In 2 O 3  fi lms achieved by doping 
with an insulating polymer [poly(4-vinylphenol) (PVP)], [ 36–39 ]  
affording high-performance, transparent, and ultra-fl exible 
TFTs at processing temperatures as low as 225 °C. PVP was 
selected due to the excellent solubility of this polymer in the 
In 2 O 3  precursor formulation solution as well as the presence 
of hydroxyl groups which should favor coordination to the MO 
lattice. These devices are fabricated on fl exible amorphous 
ZITO-coated AryLite polyester substrates [ 40,41 ]  exhibiting high 
transparency (>80%) and low sheet resistance (<20 Ω � −1 ). 
TFTs based on In 2 O 3 :PVP semiconductor composites having 
a solution-grown amorphous alumina (AlO  x  ) gate dielectric 
( C  i  ≈ 90 nF cm −2 ) and ZITO source/drain contacts exhibit 

  Metal oxide (MO) semiconductors have attracted considerable 
attention for next-generation electronic devices because of their 
high carrier mobilities, even in the amorphous state, and good 
environmental stability. [ 1–5 ]  Equally important, the high optical 
transparency of MO semiconductors can enable fully trans-
parent thin-fi lm transistors (TFTs), which are essential for the 
fabrication of “invisible” circuits and to increase the aperture 
ratio of active-matrix organic light-emitting diode (AMOLED) 
and liquid-crystal (LC) displays. [ 6–10 ]  Therefore, since the fi rst 
report of a fully transparent MO-based TFT in 2003, [ 13 ]  exten-
sive academic and industrial efforts have focused on enhancing 
device performance for both opaque and transparent applica-
tions. [ 11,12 ]  Nevertheless, the best performing MO TFTs are 
typically fabricated by capital-intensive physical and chemical 
vapor deposition processes. Thus, a key issue for inexpensive 
large-scale roll-to-roll production is to enable MO TFT manu-
facturing with solution-based process methodologies. Another 
key feature of amorphous MO semiconductors is tolerance 
to mechanical stress, a requirement for device fabrication 
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electron mobilities >10 cm 2  V −1  s −1  for 3 V operation. These 
mobilities are among the highest reported to date for solution-
processed transparent MO TFTs and, most importantly, are 
unchanged upon multiple bending through a radius of 10 mm. 

  Figure    1  a shows a schematic representation of the present 
fl exible MO TFTs having a bottom-gate top-contact architec-
ture. An AryLite plastic is chosen as the substrate due to its 
exceptionally high optical transparency and good thermal sta-
bility. [ 41 ]  Based on previous experience, a 200 nm thick amor-
phous Zn 0.3 In 1.4 Sn 0.3 O 3  (a-ZITO) fi lm was deposited on Ary-
lite by pulsed laser deposition (PLD) to function as the gate 
electrode. Next, an AlO  x   gate dielectric ( k  = 9.5, 93 nm thick 
by profi lometry) was deposited on the a-ZITO gate electrode 
by spin-coating/annealing of an Al(NO) 3  precursor solution. 
The channel layer, consisting of a  x % by weight PVP-doped 
In 2 O 3  blend [In 2 O 3 : x % PVP;  x  = 1–20%] was deposited by low-
temperature combustion synthesis [ 42 ]  from a spin-coated PVP–
In 2 O 3  precursor solution (for details, see the Experimental 
Section). Next, the spin-coated fi lms were annealed at 225 or 
250 °C. Finally, 150 nm thick a-ZITO source/drain electrodes 
were deposited by PLD through a shadow mask (channel length 
 L  = 50 µm, channel width  W  = 1 mm).  

 The newly developed In 2 O 3 : x %PVP semiconducting fi lms 
were fi rst characterized by optical spectroscopy. From the 

tangent line of the optical absorption  α  versus photon energy 
curves (Figure  1 b and Figure S1, Supporting Information), 
the bandgap ( E  g ) of a 225 °C annealed In 2 O 3  fi lm is deter-
mined to be 3.01 eV, in agreement with literature values for 
neat In 2 O 3  fi lms. [ 25 ]  Optimal In 2 O 3  blends having a 5% PVP 
content (In 2 O 3 :5%PVP), which is the composition giving the 
best TFT results (vide infra), show a slightly higher  E  g  of ca. 
3.07 eV, probably due to the introduction of the high bandgap 
(>4 eV) polymer. [ 43 ]  The average transmittance values of the 
AryLite substrate and of the a-ZITO/AryLite fi lm are about 
90% and 81% in the visible range (400–700 nm), respectively. 
Importantly, the average transmittance of a 1.5 cm × 1.5 cm 
TFT array comprising a ZITO/In 2 O 3 :5% PVP/AlO  x  /a-
ZITO/AryLite stack is ca. 76%, as shown in Figure  1 c. An 
optical image of the corresponding TFT array is shown as 
the inset of Figure  1 c, also demonstrating the good optical 
transparency. 

 The fi lm morphology of both the dielectric and the semicon-
ductor layers plays a critical role in TFT performance since it 
can strongly affect the charge carrier conducting channel of the 
devices. [ 42 ]  Thus, 10 µm × 10 µm atom force microscopy (AFM) 
images were acquired for a-ZITO fi lms on AryLite, AlO  x   fi lms 
on a-ZITO, and representative In 2 O 3 :5%PVP fi lms on AlO  x   
annealed at 225 °C (Figure  1 d), revealing smooth, featureless 
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 Figure 1.    a) Schematic representation of the fl exible, transparent TFT structure based on a metal oxide:polymer (In 2 O 3 : x %PVP) semiconductor blend. 
b) Bandgap extraction from the absorption coeffi cient versus photon energy. c) Optical transmittance spectra of the AryLite substrate, a-ZITO coated 
AryLite, and the entire TFT stack; the inset shows the optical image of a TFT array on top of a leaf image. d) AFM images of a-ZITO on an AryLite 
substrate, AlO  x   on top of an a-ZITO-coated AryLite substrate, and In 2 O 3 :5%PVP on an AlO  x  /a-ZITO/AryLite substrate.
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morphologies characterized  σ  RMS  values of 1.08, 0.78, and 
0.87 nm, respectively. According to our previous report, [ 41 ]  the 
 σ  RMS  of AryLite substrates is ca. 1.1 nm, and here the smoother 
fi lms with  σ  RMS  < 1 nm for both the dielectric and the blend 
fi lms is due to the planarization effect of the spin-coating depo-
sition. Nevertheless, the In 2 O 3 : x %PVP fi lms are rougher ( σ  RMS  
from 0.39 to 2.19 nm) when the PVP concentration in the blend 
increases from 0% to 20% by weight (Figure S2, Supporting 
Information). 

 To investigate how the PVP concentration affects In 2 O 3  
semiconductor fi lm microstructure, grazing incidence X-ray 
diffraction (GIXRD) experiments were carried out for different 
In 2 O 3 : x %PVP blend fi lms. Representative GIXRD plots for 
these polymer/MO blend fi lms annealed at 225 and 250 °C 
are shown in  Figure    2  a,b. It is evident that the neat In 2 O 3  
fi lms are crystalline even for 225 °C annealing, in agreement 
with our previous combustion synthesis results. [ 42 ]  When the 
annealing temperature is increased to 250 °C, sharper and 
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 Figure 2.    a,b) X-ray diffraction (XRD) patterns of In 2 O 3 :polymer fi lms with various PVP concentrations: annealing at 225 °C (a), annealing at 250 °C 
(b). c) Comparison of the In K-edge  p -RDFs of In 2 O 3  powder, a neat In 2 O 3  fi lm, In 2 O 3 :polymer fi lms with 1% and 5% PVP concentrations. d) Derived 
coordination numbers, In–O bond lengths, and  σ  2  values for the indicated fi lms. e,f) X-ray photoelectron spectroscopy (XPS) of In 2 O 3 :polymer fi lms 
deposited with various PVP concentrations: annealing at 225 °C (e), annealing at 250 °C (f).
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stronger Bragg refl ections are observed, indicating enhanced 
fi lm crystallinity. Noticeably, the polycrystalline In 2 O 3  fi lms 
become amorphous when PVP is incorporated to form a 
blend. Thus, 1% by weight PVP appears to frustrate crystal-
lization at 225 °C, whereas a higher annealing temperature of 
250 °C requires 5% by weight of polymer doping to retain an 
amorphous microstructure.  

 Next, X-ray absorption fi ne structure (XAFS) meas-
urements were performed to analyze the amorphous 
In 2 O 3 : x %PVP fi lm microstructures. XAFS is a powerful tool 
to probe the local environments around atoms of interest 
and has been widely used to establish structure–proper-
ties correlations for amorphous oxides semiconductors. [ 44 ]  
From extended X-ray absorption fi ne structure (EXAFS), this 
technique provides information such as coordination num-
bers (CNs), bond lengths, and Debye–Waller factors from 
Equation  ( 1)  :  [ 45 ] 
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  χ ( k ) is the normalized absorption coeffi cient; 0
2S  is the 

intrinsic loss factor; exp( 2 / ( ))jR kλ−  is the attenuation factor 
related to the electron mean free path  λ ( k );  N  i  and  R  i  are the 
CN and bond distance of the  i th shell of the absorbing atom, 
respectively;  f  i ( k ) and  φ  i ( k ) are the backscattering amplitude 
and the phase shift; exp( 2 )i

2 2kσ−  is the Debye–Waller factor. The 
Fourier transform of  χ ( k ) can generate the pseudo-radial distri-
bution function (p-RDF) around the central atoms. In order 
to study the effects of PVP doping in In 2 O 3  fi lms, neat In 2 O 3 , 
In 2 O 3 :1%PVP, and In 2 O 3 :5%PVP fi lms processed at 250 °C 
were analyzed by EXAFS at the indium  K  edge. Figures  2 c,d 
compare the p-RDFs and fi tting results from these three 
fi lms along with those from an In 2 O 3  reference powder (from 
Aldrich) with a two-shell model and fi tting range of  k  = 3–11 Å −1 . 
The fi rst shell CNs of the In–O In 2 O 3 :polymer fi lms are 5.7 for 
In 2 O 3 :1%PVP and 5.6 for In 2 O 3 :5%PVP, showing slight under-
coordination versus CN = 6 for In 2 O 3  powder and fi lm samples. 
For the second shell, CN decreases more signifi cantly, from 6 
in the In 2 O 3  powder and 5.08 in the neat In 2 O 3  fi lm to 4.05 in 
In 2 O 3 :1% PVP, and 3.81 in In 2 O 3 :5%PVP. The reduced CN fi rst 
and second shells and the increased Debye–Waller factor in 
the In 2 O 3 :polymer blends indicates that crystallization is frus-
trated by PVP addition. [ 44,45 ]  In metal ion-doped In 2 O 3  fi lms, 
the introduction of secondary metal ions such as Zn and Ga 
increases local disorder and suppresses fi lm crystallinity. [ 44 ]  
This is evident in the p-RDF data showing that the In–O poly-
hedra remain relatively intact (in the fi rst shell, the CN ≈ 6) but 
the In–M coordination is signifi cantly reduced, while from the 
EXAFS results (CN ≈ 6 in the fi rst shell and reduction of second 
shell, higher Debye–Waller factor of second shell) it appears 
that a similar mechanism operates in all the In 2 O 3 : x %PVP 
blends, where the polymer chains disrupt oxide lattice forma-
tion at the nanoscale grain level rather than at the atomic level. 
Thus, appropriate polymer incorporation promotes the amor-
phous state but allows a suffi cient density of connected InO  x   
polyhedra for effi cient charge transport. 

 X-ray photoelectron spectroscopy (XPS) was next utilized to 
better understand the chemical/structural and local bonding 

differences between the various In 2 O 3 -based fi lms. The oxygen 
1s (O 1s) spectra indicate three different oxygen environ-
ments: condensed M–O–M lattice species at 529.9 ± 0.1 eV; 
bulk and surface metal hydroxide (M–OH) species at 531.3 ± 
0.1 eV; and weakly bound (M–OR) species, i.e., H 2 O or CO 2  at 
532.2 ± 0.1 eV. [ 46 ]  Figures  2 e,f show the O1s spectra for In 2 O 3  
for various PVP compositions, ranging from 0.0% to 20%. Data 
of the O1s subpeak ratios for the lowest energy M–O–M peak, 
M–OH, and highest energy M–OR peak areas to the total O1s 
peak area are summarized in Table S2, Supporting Information. 
Here it can be seen that M–O–M lattice species decrease from 
52.6% to 35.4% as the PVP content increases from 0.00% to 
20% for 225 °C processing, and from 56.7% to 40.2% for 250 °C 
processing. Simultaneously, the M–OH content increases 
with increasing the PVP concentration probably due to the 
enhanced –OH rich PVP content as well as reduction of con-
tiguous M–O–M domain size. It is generally accepted that 
the charge transport in MO semiconductors relies on exten-
sive M–O–M lattice network formation, while M–OH species 
and weakly bound species such as M–OR can act as electron 
traps. [ 21,44 ]  Note that greater M–O–M lattice content in In 2 O 3  
also refl ects higher crystallinity in most cases. [ 42 ]  Although 
sizable M–O–M content in MO fi lms is essential for effi cient 
charge transport, the electrical performance of crystalline MO 
fi lms may nevertheless suffer from electrical inhomogenei-
ties, structural defects, and fi lm cracking on fl exible substrates, 
caused by grain boundaries. [ 26 ]  Furthermore, the edge-sharing 
In–O 6  octahedra structural nature of In 2 O 3  can result in poor 
control of carrier densities, leading to high off-currents in TFT 
devices. [ 24,25,28 ]  Therefore, an accurate balance between M–O–M 
and M–OH/M–OR content may help control the carrier den-
sities. Thus, the optimal PVP content in our blends for TFT 
applications (vide infra) is plausibly a compromise between 
M–O–M content, connectivity between In 2 O 3  nanograins, and 
mechanical stress tolerance. 

 Another important question addressed using XPS and Fou-
rier transform infrared (FTIR) spectroscopy is whether PVP is 
stable to the highly exothermic combustion process affording 
the MO fi lm or whether a substantial quantity of oxidation/
decomposition byproducts accumulate in the blend. Thus, XPS 
carbon 1s (C 1s) spectra of PVP, In 2 O 3 , and In 2 O 3 :PVP blend 
fi lms were next investigated (Figure S3, Supporting Informa-
tion) From the literature, the PVP C 1s peak has contributions 
from aromatic carbon–carbon bonds (ca. 284.5 eV), carbon–
carbon single bonds of the polymer backbone (ca. 285.0 eV), 
and carbon–oxygen single bonds (ca. 286.2 eV), [ 47,48 ]  which are 
identifi able in our PVP control sample (see Figure S2, Sup-
porting Information). In pure In 2 O 3  fi lms only a very weak C 
1s feature is observed at a binding energy of ca. 288.6 eV, which 
can be attributed to adventitious surface contamination arising 
from carbon oxides or weakly bound organic species. [ 49,50 ]  In 
contrast, the XPS data for the In 2 O 3 :PVP blends suggest that, 
with the exception of the 1% PVP content sample which falls 
below the current XPS sensitivity limit, the C 1s peaks can 
be fi tted to PVP aromatic, C–C, and C–O bonds and with the 
intensities increasing with the PVP concentration. However, as 
a further proof of stability, another set of experiments was con-
ducted in which PVP was blended with In 2 O 3  precursor solu-
tions without fuel, thus avoiding the combustion process, and 
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Supporting Information). The results suggest that the PVP 
macromolecules are largely retained through the 225 and 
250 °C combustion processing and, equally important, PVP 
does not act as a fuel in these formulations. Moreover, FTIR 
spectroscopy was performed to further probe for any structural 
changes in the PVP skeleton. Figures S4 and S5, Supporting 
Information, show the IR spectra of pure PVP and In 2 O 3 :PVP 
blend fi lms after processing at two different temperatures. In 
all samples, the PVP hydroxyl band diagnostic of H-bonded 
hydroxyl groups (3360 cm −1 ) and free hydroxyl groups 
(3520 cm −1 ) [ 51 ]  is identical. In addition to the hydroxyl stretching 
modes, another characteristic PVP bands around 1020 cm −1 , 
assignable to aromatic ring modes, are observed in both pure 
PVP and in the In 2 O 3 :PVP blend fi lms, providing further evi-
dence of the PVP oxidative stability. [ 51,52 ]  This result can be 
qualitatively ascribed to the endothermic M–O–M lattice forma-
tion acting as heat absorber and the ultra-thin fi lm oxide thick-
ness providing a large radiative area for heat dissipation, which 
minimizes damage to both the PVP polymer and the plastic 
substrate. [ 42 ]  

 To investigate how the PVP content affects charge transport 
in In 2 O 3 : x %PVP fi lms, bottom-gate top-contact TFTs were fi rst 
fabricated on p+ Si/300 nm SiO 2  wafers with thermally evapo-
rated 40 nm Al as s/d electrodes (channel length  L  = 50 µm, 
width  W  = 1000 µm; see Experimental Section for details). 
 Table    1   summarizes the major TFT performance parameters, 
and representative transfer  I  DS – V  GS  and output  I  DS – V  DS  char-
acteristics for selected devices are shown in  Figure    3  , Figure S6 
and S7, Supporting Information. Typical  n -channel TFT 
behavior is observed for  V  GS  = 80 V and  V  DS  = 80 V opera-
tion, and the data clearly show that neat In 2 O 3  TFTs exhibit 
the highest mobility ( µ ) of ca. 1.52 cm 2  V −1  s −1  for processing 
at 225 °C and 3.20 cm 2  V −1  s −1  for processing at 250 °C. Note 
however that the threshold voltage  V  T s shift negatively (−1.5 to 
−12.9 V) and the off currents are quite high, 10 −8 –10 −6  A. This 
result refl ects the In 2 O 3  high carrier concentration arising from 
the Fermi level proximity to the conduction band minimum 
(CBM), thus, it is diffi cult to deplete the carriers in these 
polycrystalline In 2 O 3  fi lms. [ 28 ]  In contrast, for the polymer-
doped devices, as the PVP concentration is increased, both the 
mobility and the off-current decrease while the  V  T  shifts to the 
positive direction (Figure S8, Supporting Information). Thus, 
for the In 2 O 3 :1%PVP samples  µ  = 1.01 cm 2  V −1  s −1  ( V  T  = 3.5 V, 

 I  off  = 10 −9  A) and 2.43 cm 2  V −1  s −1  ( V  T  = −6.8 V,  I  off  = 10 −9  A) 
for annealing at 225 and 250 °C, respectively, whereas for the 
In 2 O 3 :5%PVP blends  µ  falls to 0.92 cm 2  V −1  s −1  ( V  T  = 6.4 V,  I  off  
= 10 −9 –10 −10  A) and 2.12 cm 2  V −1  s −1  ( V  T  = 1.2 V,  I  off  = 10 −9 –10 −10  
A) for annealing at 225 and 250 °C, respectively. The  V  T  and  I  off  
enhancement and slight decrease in  µ  values can be ascribed 
to carrier concentration modulation from PVP-induced electron 
traps. Indeed, the subthreshold swing (SS) for the 250 °C pro-
cessed In 2 O 3 :5%PVP TFTs also drops from 8.3 V dec −1  (neat 
In 2 O 3  TFTs) to 3.7 V dec −1 , leading to a decrease of trap density 

from 2.2 × 10 13  to 6.1 × 10 12  cm −2 SS
ln10

1 trap

i

kT

q

qN

C
≈ +⎛

⎝⎜
⎞
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⎡

⎣
⎢

⎤

⎦
⎥. As 

a result,  V  T  and  I  off  performance for the In 2 O 3 :5%PVP devices is 
enhanced. However, further increase of the PVP concentration 
dramatically lowers the electron mobility to 0.54 cm 2  V −1  s −1  
at 225 °C and 1.49 cm 2  V −1  s −1  at 250 °C for In 2 O 3 :10%PVP, 
and 0.04 cm 2  V −1  s −1  at 225 °C and 0.16 cm 2  V −1  s −1  at 250 °C 
for In 2 O 3 :20%PVP devices. Furthermore, the transport char-
acteristics also indicate that the  I – V  hysteresis increases with 
increasing the PVP concentration, likely due to increased trap 
density arising from the large densities of residual OH groups 
as well as the disruption of conduction pathways, as supported 
by the EXAFS experiments (see below).   

 By combining the microstructural and TFT perfor-
mance results, it is concluded that a 5% PVP content in the 
In 2 O 3 : x %PVP blend is the optimum composition, which not 
only provides acceptable TFT performance, but also the for-
mation of an amorphous microstructure. Encouraged by the 
successful TFT data obtained on Si/SiO 2  substrates, the TFT 
performance was further optimized by device engineering. 
Thus,  n  ++ -Si was employed as gate electrodes/substrates, a 
spin-coated 93 nm thick AlO  x   fi lm as the gate dielectric layer, 
with a unit capacitance of 90.5 nF cm −2  (Figure S9, Supporting 
Information), and a In 2 O 3 :5%PVP as the MO semiconductor, 
to further enhance the device performance at low operating 
voltage. The resulting Si/AlO  x  /In 2 O 3 :5%PVP TFTs exhibit sub-
stantial performance with  µ  ≈ 16.5 cm 2  V −1  s −1 ,  V  T  ≈ 0.6 V, and 
 I  on / I  off  ≈ 10 5  for annealing at a 225 °C (Figure  3 d). The perfor-
mance improvement is ascribed to the reduction of dielectric/
MO semiconductor interfacial traps, and agrees with the knowl-
edge that high capacitance dielectrics improve metal oxide 
TFT performance. [ 53,54 ]  When replacing Si with AryLite poly-
ester as the substrate and a-ZITO as both the gate and source/
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  Table 1.    Performance metrics for MO:PVP TFTs with different concentrations of PVP. a)   

 T  a  [°C] TFT performance PVP concentration [%]

  0 1 5 10 20

225  µ  [cm 2  V −1  s −1 ] 1.52 ± 0.06 1.01 ± 0.06 0.92 ± 0.07 0.54 ± 0.05 0.04 ± 0.02

 V  T  [V] 2.8 ± 2.4 3.5 ± 2.6 6.4 ± 3.8 22.7 ± 3.5 28.6 ± 4.9

 I  on / I  off 10 4 –10 5 10 5 –10 6 10 5 –10 6 10 5 –10 6 10 5 –10 6 

250  µ  [cm 2  V −1  s −1 ] 3.20 ± 0.10 2.43 ± 0.14 2.12 ± 0.11 1.49 ± 0.09 0.16 ±  0.08

 V  T  [V] −12.9 ± 1.6 −6.8 ± 1.8 1.2 ± 1.7 14.5 ± 2.4 25.1 ± 3.5

 I  on / I  off 10 3 –10 4 10 5 –10 6 10 6 –10 7 10 4 –10 5 10 5 –10 6 

    a) Each device metric is the average of a minimum of 15 devices.   
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drain electrodes, an “invisible” and fl exible TFT (optical image 
shown in Figure  1 c) with the structure AryLite/a-ZITO/AlO  x  /
In 2 O 3 :5%PVP/a-ZITO is achieved, exhibiting the following per-
formance:  µ  ≈ 10.9 cm 2  V −1  s −1 ,  V  T  ≈ 0.7 V, and  I  on / I  off  ≈ 10 5  
(Figure  5 a,b). 

 Next, cross-sectional transmission electron microscopy 
(TEM) was performed to investigate the microstructures of 
the best-performing fl exible devices in greater detail. Thus, 
In 2 O 3 /5%PVP coated AlO  x  /a-ZTIO/AryLite samples were pre-
pared for analysis with focused ion beam (FIB) techniques. As 
shown in  Figure    4  a, this sample reveals well-defi ned layers, all 
having uniform thickness across the entire sample area, and 

the top view bright-fi eld TEM image of a In 2 O 3 :5% PVP fi lm is 
shown in Figure  4 d. Figure  4 b shows an energy-dispersive X-ray 
spectroscopy (EDS) scan in the indicated area of Figure  4 a for Al, 
In, Sn, and Zn. The elemental distribution indicates a contin-
uous layer-by-layer structure. The energy-fi ltered nanobeam dif-
fraction (EF-NBD) patterns of a-ZITO, AlO  x  , and In 2 O 3 :5%PVP 
fi lm all show typical “halo rings” characteristic of amorphous 
fi lms (Figure  4 c). Such results further corroborate that both the 
ZITO and AlO  x   fi lms are amorphous after 225 °C annealing, in 
agreement with the XRD data shown in Figures S10 and S11, 
Supporting Information. The amorphous feature for all these 
fi lms is very important for mechanical fl exibility.  
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 Figure 3.    Representative transfer and output characteristics for metal oxide TFTs fabricated on 300 nm SiO 2 /Si substrates: a) Neat In 2 O 3  semicon-
ductor devices, b) In 2 O 3 :5% PVP semiconductor. c) TFT mobility and threshold voltage for In 2 O 3 :polymer fi lms having different PVP concentrations, 
processed at 225 and 250 °C. d) Transfer and output characteristics of a TFT with a structure of Si/AlO  x  /In 2 O 3 :5% PVP/Al.
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 To systematically characterize the mechanical fl exibility of 
the present all-transparent In 2 O 3 :5%PVP devices, a series of 
bending tests under controlled conditions were performed 
(Figure S12, Supporting Information). As a comparison, an 
all-transparent TFTs based on neat In 2 O 3  as the semiconductor 
were also measured.  Figure    5  a shows the transfer plots of these 
devices at various bending radii along a curvature parallel to the 
channel length. Clearly, the mobility of neat In 2 O 3  TFT deterio-
rates signifi cantly from 22.2 (before bending) to 0.5 cm 2  V −1  s −1  
as the bending radius is decreased to 10 mm, and a large  V  T  shift 
from +0.7 to +1.9 V is also observed. On further decreasing the 
bending radius to 7 mm, the neat In 2 O 3  TFT no longer exhibits 
a transistor response (Figure  5 c). In contrast, TFT devices based 
on amorphous In 2 O 3 :5%PVP as the semiconductor exhibit only 
a slight  V  T  shift from +0.6 to +1.2 V as the bending radius is 
decreased to 10 mm, along with a negligible mobility decline 
from 10.9 to 8.9 cm 2  V −1  s −1  (Figure  5 a,c). In regard to the 
mobility dependence on the number of bending cycles shown 
in Figure  4 c, the corresponding In 2 O 3 :PVP TFTs show excellent 
mechanical fl exibility with negligible performance decease 
upon bending at 10 mm to up to 100 times (Figure  5 c). More-
over, the transfer and output characteristics of In 2 O 3 :5%PVP 
TFTs almost completely recover when the strain is relaxed, 
as shown in Figure  5 b. The performance deterioration upon 
mechanical stress is attributed to crack formation within the 

MO channel, as clearly observed by analyzing the channel fi lm 
topology using SEM (Figure  5 d and Figure S12, Supporting 
Information). Thus, SEM images of 20 nm thick In 2 O 3 /AryLite 
and In 2 O 3 :5%PVP/AryLite fi lms (225 °C) after 100 bending 
cycles at 10 mm radii indicate extensive crack formation and 
propagation for the polycrystalline fi lm whereas that of the 
In 2 O 3 :5%PVP remain continuous and uniform.  

 In conclusion, we have successfully developed a new low 
temperature route (as low as 225 °C) to high-mobility amor-
phous metal oxide semiconductor fi lms via doping with an 
insulating polymer to afford amorphous MO:polymer blend 
composites. Such an approach effectively frustrates crystalliza-
tion, controls the carrier concentration in the In 2 O 3  channel, 
and retains conducting pathways for effi cient charge transport. 
By using AryLite substrates and transparent dielectric/contact 
materials, all-amorphous and “invisible” TFTs are demon-
strated which also exhibit excellent mechanical fl exibility. Thus, 
In 2 O 3 :5%PVP TFTs exhibit electron mobilities approaching 
11 cm 2  V −1  s −1  before mechanical stress, and they can retain 
up to ca. 90% of their performance upon bending/relaxing 
( r  = 10 mm) 100 times. This work demonstrates that polymer 
doping of metal oxides not only opens a new route to low tem-
perature high-mobility amorphous semiconductors, but also 
achieves mechanical stress tolerance, essential for the next-gen-
eration of ultrafl exible circuits.  

 Figure 4.    a) Cross-section TEM images of a fl exible TFT device with the structure: AryLite/a-ZTIO/AlO  x  /In 2 O 3 :5% PVP/Au ( T  ann  = 225 °C). b) EDS 
analysis of Al, In, Sn, and Zn elements within the black box indicated in (a). c) EF-NBED pattern of a-ZITO, AlO  x  , and In 2 O 3 :5% PVP, the resolution of 
diffraction nanobeam is 1 nm. d) Top view of TEM morphology of a In 2 O 3 :5% PVP In 2 O 3  fi lm.
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  Experimental Section 
  Precursor Solutions : In 2 O 3  combustion precursor solutions 

were prepared according to the following procedure: 177.4 mg of 
In·(NO 3 ) 3 · x H 2 O was dissolved in 10 mL of 2-methoxyethanol before the 
addition of 55 µL of NH 4 OH and 100 µL of acetylacetone and allowed 
to stir overnight. PVP (Sigma–Aldrich  M  W  ≈ 25 000 g mL −1 ) was also 
dissolved by stirring in 2-methoxyethanol overnight to form a 10 mg 
mL −1  solution. The In 2 O 3 :solution polymer precursor solutions were 
prepared by adding the PVP solution to the In 2 O 3  precursor solution 
so as to achieve a PVP weight fraction content ( x %) from 1% to 20%. 
After addition, these solutions were stirred for 4 h before deposition. 
The alumina dielectric precursor solution was prepared by dissolving 
Al·(NO 3 ) 3 · x H 2 O in 2-methoxyethanol to achieve a 0.25  M  solution, and 

then stirred overnight before deposition. All the reagents were from 
Sigma-Aldrich and were used as received. 

  Transistor Fabrication and Electrical Characterization : For rigid silicon 
substrates, doped silicon wafers with a 300 nm thermal SiO 2  layer (WRS 
Materials; solvent cleaned and then treated with an oxygen plasma for 
5 min) were used as the gate electrode and dielectric layer, respectively. 
The semiconductor solutions were deposited by spin-coating at 3500 rpm 
for 30 s, and then annealed on a hot plate at temperatures of 225 or 250 °C 
for 30 min. This process was repeated four times to achieve desire 
thickness, the resulted thicknesses are about 18 nm for neat In 2 O 3 , and 
18–23 nm for In 2 O 3 : x %PVP depending on the contents of PVP. For the 
all-transparent TFTs, amorphous AlO  x   solutions were spin-coated onto 
a-ZITO coated 100 µm Arylite polyester sheets (see ref.  [ 42 ]  for details) 
and then annealed at 200 °C for 30 min, this process was repeated 

 Figure 5.    a) Bending dependence of transfer curves for neat In 2 O 3  TFTs and all-amorphous In 2 O 3 :5% PVP TFTs before and during various bending 
radius tests. b) Representative output and transfer plots of identical all-amorphous MO: polymer TFTs before and after 100 bending cycles at a radius 
of 10 mm. c) Dependence of TFT mobilities on bending radius of both neat In 2 O 3  TFTs and all-amorphous In 2 O 3 :5% PVP TFTs (left), and mobilities on 
all-amorphous TFT bending cycles at a radius of 10 nm. Inset: Optical image of transparent fl exible TFTs. d) SEM images of 20 nm In 2 O 3  and In 2 O 3 :5% 
PVP fi lms on AryLite processed at 225 °C, after 100 bending cycles at a radius of 10 mm. The TFTs were fabricated with the architecture AryLite/a-ZTIO/
AlO  x  /In 2 O 3 :5% PVP/a-ZITO, annealed at 225 °C.
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three times. Finally, 150 nm a-ZITO source and drain electrodes were 
deposited onto MO fi lms through a shadow mask. The channel length 
and width for all devices in this study were 50 and 1000 µm, respectively. 
TFT characterization was performed under ambient conditions on a 
custom probe station using an Agilent 1500 semiconductor parameter 
analyzer. The charge carrier mobility  µ  was evaluated in the saturation 
region with the conventional metal–oxide–semiconductor fi eld-effect 
transistor (MOSFET) model by the following equation:

 I WC L V V( / 2 ) ( )DS i GS T
2μ= −   (2) 

 where  C  i  is the capacitance per unit area of insulator,  V  T  is the threshold 
voltage, and  V  GS  is gate voltage.  W  and  L  are the channel width and 
length, respectively. 

  Oxide Film Characterization : AFM fi lm morphologies were imaged 
with a Veeco Dimension Icon scanning Probe Microscope using tapping 
mode. GIXRD measurements were performed with a Rigaku ATX-G 
Thin Film Diffraction Workstation using Cu K α  radiation coupled to a 
multilayer mirror. XAFS were conducted with a sector 5BMD. Cross-
sectional TEM measurements were performed using a JEOL JEM-
2100F instrument, with samples prepared directly from actual devices 
using FIB techniques (FEI Helios NanoLab 600). A thin Au layer was 
locally deposited on the sample to protect from damage during the FIB 
processing. XPS (Omicron ESCA Probe) characterization of In 3d and 
O 1s signals was monitored on In 2 O 3 :PVP/SiO 2  after surface cleaning.  

  Supporting Information 
 Supporting Information is available from the Wiley Online Library or 
from the author.  
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